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Sample Description
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Test Equipment Microcomputer controlled electro-hydraulic servo universal testing machine SHT4605
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Test Methods /Test Vide infra
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1.3048R %/ Tensile test
K JUFFME/Test standard: GB/T 228.1-2010
R R 45 5 /Test results:
b7 /5 {84 2B (A somm)
P58 E R F 52 Y8 4 E 1R R E Ryo.
RS , Regt Peroutize &
Tensile Strength Proof Strength Rpo2
Sp. No. Elongation after Note
(MPa) (MPa)
Fracture (%)
FARER #H GB/T 5213-2019, DCO1
270~410 <280 >28
Tech. req. From the GB/T 5213-2019, DCO1
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A-1 371 258 33.0
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