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1.)6i 27/ Spectral analysis
K JUARHE/ Test standard: GB/T 4336-2016
A I 45 3R /Test result:
AR . &
C (%) Si (%) Mn (%) P (%) S (%)
Sp. No. Note
BARER % H GB/T 11253-2019 H1#) Q235
<0.22 <0.35 <1.40 <0.035 <0.035 Q
Tech. req. From the GB/T 11253-2019,Q235
e
A-1 0.03 0.10 0.33 0.022 0.026
Acceptable




