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1% B R0 /Rockwell hardness test

R PARAE Test standard: GB/T 230.1-2018

W55 R Test results:
WSS LR/ PSS FHE BERS #
Sp. No. Test Results AVG Hardness symbol Note
1-1 829 83.7 83.7 834 HRB -




