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Add./Tel. :
FEAIRAS/ Sample Description: [EZS/ Solid state
REER

FE 3/ Sample Quantity: 1
B4 7R/ Sample Name: B RENELESLTZS
Sample Description | 5/ Trademark: 6063-T5

H & /Else: /

BHBRE BHLI R SR AR T R TAL SHT4605 (R 308 2020 48 12 5 08 H)
Test Equipment

Microcomputer controlled electro-hydraulic servo universal testing machine SHT4605

BRiE
MR E ARRSR

BT
Test Methods /Test

Vide infra g !
Items/ Test Results
-3 =

Lotk
2020.06.10
Delivering Date

2020.06.18
Test Date
&k

Notes

&% W , =
Compiled by 1

L 3 _ ;
Checked by W

# &

’ %:F
Approved by % P

1ﬂ“”

‘0

7 ‘
T ro on

Ny e evaemres s #
o) e >
thy

"




STSﬁimmu WR &

Science Test Service Test Report

#S (No.) : STS2006059B~1 K& B H/Report Date:2020/06/18 £27 #£25 (Page20f2)
LB 50 Tensile test
R FUARIE Test standard: GB/T 228.1-2010
RIS B Test result:
R
HHEER, BrjE KA .
WS , Rogs 3 ) an
Tensile Strength Percentage Elongation
Sp. No. Proof Strength Ryo» Note
(MPa) after Fracture (%)
(MPa)
FARER i% B GB/T6892-2015
=175 =130 =6
Tech. req. From the GB/T 6892-2015
e
B-1 235 201 10.0
Acceptable
2.5 i13R%/Bend Test
R FUARE/ Test standard: GB/T 232-2010
L B Test result:
LLERZ XREEE
ot | AR - % i _ ‘
BHERS e vt ) ] Bend enter Distance 7R &iE
Specimen Size Bend angle
Sp. No. Test type () Diameter ) ‘| Between the Resutt Note
mm
(mm) Sticks(mm) o
=%
w Tkl =
B-2 0.8%20*150 1 180 5 ——
Cold bend - No defects




